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Cold-formed springs for automotive suspensions. They are coiled from high-quality chrome-silicon steel wire, pre-tempered and ply-hardened in accordance with DIN 17223 p.II. Chromium, used as an applied component, increases corrosion resistance, improves its elasticity and inhibits stress relaxation, while silicon increases hardenability and also inhibits the decrease in hardness during tempering.
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